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ABSTRACT

A previous phase of this study investigated the effectiveness of incorporating insecti-
cides as termite inhibitors. Due to environmental and handling hazards, these toxic inhibi-
tors are not practical for many applications. This second-phase study investigates means of
obtaining nontoxic termite-proof polymers and is a combined effort of NRL and the Forest
Service’s Wood Products Insect. Laboratory {WPIL), Gulfport, Mississippi. Twenty-seven
polymers were formulated at NRL so that exact compositions of the material would be
known. Two temperate-climate natural exposures were installed by WPIL and two tropical
exposures jointly by represeniatives of each organization. Field inspections were made
jointly. Laboratory exposures were conducted by WPIL at their Guliport laboratory. Inall
a total of 1350 specimens were exposed for periods of 3 to §-1/2 years,

Extreme differences in activity of the different test beds were found. The two txopical
beds were about equal and by far the most active and consistent. The results emphasize the
need for such very active sites for natural exposure testing. Laboratory jar colonies proved
to be an effective means of accelerated evaluation of nontoxic materials.

Large differences in resistance of the various polymers were observed. Several physical
modifications of polyvinyl chioride {PVC), such as surface smoothness, increased thickness,
and incorporation of mineral fillers, provided modest to considerable improvement in re-
sistance to the various termite species. There was a very definite relation between hardness
and termite resistance. Increasing hardness from 10 to 30 {Shore D durometer scale) re-
duced the number of PVC failures by 86%.

The highest overall performance for flexible materials was obtained with non-PVC for-
mulations. Of these the two best were ethylene propylene rubber and chlorosulfonated
polyethylene. These materials were about equal to the best toxic formulations from Phase
1, but they offer the additional advantages of being innocuous £ man and the environment
and the promise of very long service life wifhout loss of effectiveness.
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TERMITE RESISTANCE OF POLYMERIC MATERIALS
PHASE 2 - NONTOXIC POLYMERS

INTRODUCTION

Damage to materials and equipment by subterranean termites has long been a serious
problem. In tropical areas damagc is more rapid and severe because of the constant ac-
tivity of more aggressive tropical termile species, principally of the two genera Coptotermes
and Heterotermes. The problem has becn greatly intensified in recent years by the intro-
duction of many new plastics of unknown termite resistance and by extensive use of these
materials in military operations in the tropics. Furthermore, the situation has been aggra-
vated by the recent discovery of infestations of the Formosan subterranean termite Copto-
termes formosanus Shiraki (1) in southern U.S. coastal areas.

It is generally recognized that most woods used in construction are susceptible to
termite attack, and adequate protective treatments and barriers are usually employed. The
necessity and possibilities for protective procedures have not yet been established for the
new polymeric materials, and the low resistance of some of these has led to costly failures
of communication and electronic equipment. The few investigations that have been under-
taken are with proprietary materials which often were of unknown or secret composition
and could not be duplicated. As a result of these failures and lack of information, un-
certainty and confusion exist in the specification of these materials for exposure in termite-
hazardous areas.

BACKGROUND

One of the specific problems concerning the Navy in its shore-base operations has
been with flexible PVC plastics used for cable sheathing and insulation. PVC polymers
are excellent materials for cable purposes because of their good electrical properties, low
cost, and high moisture and weather resistance, but, unfortunately, in flexible grades their
resistance to subterranean termites is low. In 1965 the Navy Facilities Engineering Com-
mand (NFEC) requested NRL and the Department of Agriculture’s Wood Products Insect
Laboratory (WPIL), Gulfport, Mississippi, to jointly study methods for chemically in-
creasing the resistance of flexible PVC formulations. NRL made up 32 PVC formulations
of precisely known composition to test various methods of chemical inhibition of ter-
mites. These formulations consisted mainly of combinations of several added toxicants
with various plasticizers. Specimens were exposed by NRL in Panama and by WPIL in
Mississippi. Interim and final results of these data through 5 years of exposure have been
reported (2-5).

None of the toxic materials were completely resistant under all conditions; however,
a few showed a very high degree of resistance. The most effective formulations were
those with a high concentration of the insecticides lindane and aldrin. Such potent
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Table 1
Polymers Exposed to Subterranean Termites in Phase 2 Studies
Formulations S,
ardness
Alterations “Seales Lompesition Remarks
(T
Calegory I GodiLMsx ] Polymer Type N 2 o
A 1 |Polyvingl chioride (PVC)  None—Ruasic condrul mix 58 111 |Basic? PVC A A soft, nonadditive, istmang PYG for !
Comvinst and 1 end evatuation of %F:miw sctivigy
o : B 2 | Polyvinyl chlotide (PVE) | 4%1 Added slica fiour 68 116 |Same s A plus 20 pests HiSil 308 1 Basic mix from previous study [Phase 1] includest
mpanson here 83 additional controis ar to te i Fhas
and 2
Thicknessand | Ay ] 14 iyl ehdovide {PVEO) | Dauble thick 53 | — 1Bame as A but made double thick | Thickness 166 mils nstead of 3¢ mile
Smoothness | Ay | 27 1 Polyvinyl chlotids (PVC) 1Smoother surface 56 |- |Bame s A but with smooth melded | Compression molded surfece Istend of aa millivd
Variations surfecs surfuce
Ay 8 | Polyvinyl shloride {PVC) | Hardness increased by 1e- == 122 |Same 85 A except 67 parls DOP Eome reduiction i fexiolity
Hardness ducing plasticizer 33% instead of 100
variations Ay & j¥olyvingd chloride {PYC} | Hardness increased by re- — 148 1Same g8 A except 33 parts DOP Comsider:ble reduction in Rexibility
by duding plasticizer 67% mtead of 100 J
Plesticizer c B ] Polyviny] chiloride {PVT) | Hardness increased by re- — 168 |Seme a3 A except 20 pacts dipctyl T Bemiriglé: couid not be milled with DOF, but could
Reductions duscing plasticizer 80% adipste {DOA) plasticizer instead with DGA
of 104 DOT
Ag | 21 Polyvinyl chloride (PVC) | All omitled — |20 [Ssme as & encept no plastivizer Hard, Hyid PVC
B 1 13 |Polyeinyl chloride (PVC) [ 10% CaMy (0051, (270-4001§ ] 68 | — [Bame s A pius 53 parts dolomite s;glt 5a%agulaz crunked sond, Mich hardnem = 5.5,
asnd BIn
7 | Folyvinyl chloride (PVC} | 10% SIQ,, {270-400) | B8 ]~ 1Bame sz A phiz 54 parts siica sand H;uvaiﬂmu . th natursl Ottawe sand, Moh hardnass =
L 33-5a
E; B ] Polysinyl chioride {FVC) [ 10% 8i0, (570-480) | 62 |~ |Ssmensa plusiM partssilica sand | Sarme as previous mix but with silane bonding sgens
and 1% silane
Ep | 16 | Polyvinyl chlaride (PVC}H] 5% 8i0, 1270400 | B9 1 — 1Same as A pios 35 parts silica sand | Lesser amount of silics send, 3153
ternal snd 1% siiene
Inﬂmm By | i1 | Folyvinyl chloride (PVC) | 15% 81G, {270-400) | 67 | — 1Same s A plus B paris gilica sand | Maxhmutn workaiite agdition of the sillcs and
Increpsed and 2% sitane - Fouble slane
Ey 4 | Polyvinyl chloride [PVC) ] I0% S0, {ITO-Z70) | 62 ]~ jBame ws A plus B4 perte silica sand | Uoarser particles of silica, 53-85 u and silane
Andition and 1% silane
of F 32 | Polyvinyl ehloride {PVC) | 20% i {270-400) 1 80 ] — 1Same as A pius 80 paris fine ¥ery hard, sharp cah duzm, Mok 2erd) =
Mineral carborandurs 2.1, slze » B3-37
Filiers Fy 1 12F | Polyvinyl chloride (PVC) | 10% 8IiC <400} G0 | — |Same ze A plus 60 ports very fine | Very fine carborundum {8iC) < 37 n
carborundum
¥, 1 28 | Polyvinyl chloride (PVC) ] 15% BiC {<4D0) 60 [ — 18w as A plus §C parts very fine | Maximum loading of very fine Bl with honding
catborundum and 2% silane agent
Fy ] 26 | Polyvinyi chioride {PVO) | 155 8iC {4003 80 | — 18sme ge A plus B0 parts very fine | Same w ¥y, but tarder and less fexibis
end hardar with 33% less carborundum and 2% silane and
plrsticizer . &7 parts DA instead of 100 DOP
& | Polyvinyi chioride (F¥C) | 7% udded fiberglass 70 | — ]Seme es A plus 36 ports tibarglase ] 7% is & practical maximum Tor this mix, 1/din. fbeer.
il ground 10 mirutes
H 23 | Polyvinyl chloride (PVC) | Creosote substituted for 50% | 66 | -~ [Bame as A except ph 550 1 Creceole~DOP i 2 sptisk L Dub plasdio
of DOP plasticizer BOP-58 whele creasote alighthy harder than A
I 16 | Polyvinyl chloride [PVC) | Toxicant added 70 | — 1B formudation bud 100 parts fi- QOne of bast formulations Trom Tt serlex, Containg
] cresy) phosphata {TCP) instead ‘high concenttation of imectivide
Tozicante of DOF pius 2.6 parts aldrin
I 16 ] Polyvinyl chivride (VL) | Toxicant added T8 1 — [Same as I but dowble thickness Same formulstion but double thick to provide &
Added L
larger reparvalr of insecticide
i i8 | Polyvinyl chleride (PV)} | Toxicant and 10% SIC (<400} | 72 ] — 1Same as T but 10% $iC (<40G6) and. | Fine SiC and 2.8 parts aldris 4o provide & combine.
added 2% siiane tion of deterrents
J 1720 | Ethylene propylens Hone 66 ] — |Hortiet 1076%% Selectad for tris) ceble eheathing becsuss of low cog,
tubher [EPE) 0 thering and Peal g A
K {22 | Chiorimated poly- Nane 66 | — 1Plastnntt Excellent ajvctrical propertive med westhersbility and
NanFvC aihylene {CPE) chloringtion sids fungus setlttance
Polymers L 19 ] Chiorosulfonated poiy- | Nene §G J— |Hyplon 401 Colorability with excellent weatherability, high oxune;
eihyiene (CSFE) ik and sk
M 24 | Crosslinked pely- None — |55 ]Petrothene AL B30T irigid 3 with supesior czeck,
ethylene (XPE) sk dovghnees propertiee aver ked PE

*Ramplea were yarked wih theso numbers when fabricated.

Huate FVC mix conteins tparts by welght): 100 PYG resin (Goan 101), 100 plasticizer-diocty] phlhalate (DOP), 20 carban Hlack, 3.5 laad mateste,

$All percontages are Dy volure of Loti pisytic, extept viume.
LS. slandiid gieve sizen: 170 = 88 270 = 5341, 400 - 27 .
Bian souphing {botiding) wgent Y2067 issdded 4 1% or 2% by weight of total filler,

**The ethylens propylans rubber contains

1 The chiorinate

Hne

lpartaby woight): 100 Noréel 1070, 60 Philblack A, 10 sienrie acid, 20 process oif, and 1.5 Fhionwe.
] wﬂy:dhsiene wontaing {parts by weight}): 180 Placton cetin, 6.4 Epor 828, 10,8 Bhilklack A, 8 mereapioimidezaline (NA-22), apd 1.0 sulfur,

.0 dibutyitin ixarste, and 33 whiting,

tonigine {paris Dy weigit: 100 Hypion 4% resin, 30 Thermex, 13.9 Severn 160, 25 fthnrge, 0.5 B-benzothisselyl digulfide (MBTSE), angd 2.0 Tettone A.
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chemicals have increasingly been recognized as very undesirable contaminants to natural
environments, and their use in cable sheathing material may no longer be feasible. These
insecticides have other disadvantages, too, in that they are hazardous materials in manu-
facturing and handling; furthermore, because of their high diffusion rates, they may lose
their effectiveness over long periods of exposure. Australian scientists were also struggling
with the problems of using flexible polymers in termite-active areas. Some of their in-
vestigations have indicated favorable results with silica sand as an additive to flexible

PVC (6).

In recognition of these developments a meeting was called in 1267 by the NFEC
with representatives of both the Navy and the Forestry Service. As a result of this con-
ference it was decided to proceed with a second phase of the investigation, in which non-
hazardous additives would be tested in flexible polyvinyl chloride plastics. Other suitable
non-PVC formulations would also be investigated. The study was to be a joint effort of
NRL and WPIL, As in Phase 1, the test materials were to be formulated by the Organic
Chemistry Branch of NRL, so that compositions would be precisely known. Design of
mixes, fabrication of samples, and exposure testing through 3 years have now been com-
pleted, and two interim summary reports have been submitted (7,8). The following will
be a comprehensive final report combining the efforts of both organizations on this sec-
ond phase, nontoxic portion of the study.

EXPERIMENTAL DETAILS
Materials Investigated

The basic plastics were PVC formulations with variations in hardness, thickness,
plasticizer, and surface smoothness, and with the addition of a variety of fine particle
mineral fillers. A few non-PVC formulations were included; they were selected on the
basis of their suitability as cable sheathing material or for comparison with the PVC
formulations. In all, 23 PVC polymers and 4 non-PVC polymers were investigated.

A listing of all formulations is shown in Table 1.

Compounding Procedures

The various plastics were prepared by compounding the jngredients of each formula-
tion on a roller mill operated at 260° F. The initial mix for each PVC formulation con-
sisted of the resin, whiting, and plasticizer. After these constituents were blended, carbon
black, lead maleate, and dibutyltin laurate were added, in the order given. Finally, the
appropriate inert filler was added when used. A coupling agent (silane) was also added
in some formulations to bind the particles of the inert filler to the plastic so that they
could not be mechanically dislodged from the plastic matrix. After thorough mixing of
the charge, the rollers were adjusted to give a 50-mil clearance and the plastic was sheeted
off. When a toxicant was part of the formulation, it was added to the mix just prior to
sheeting to allow only minimum exposure to heat. The total milling time for each charge
was about 15 to 20 minutes; the milling time for the toxic additives was 5 minutes. The
material, as it came from the mill, was sufficiently smooth and uniform to be used di-
rectly for preparing the specimens. All sheets were cut into 3-by-5-in. panels for later
specimen fabrication. The non-PVC polymers were similarly compounded.
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Exposure Conditions

Specimens were exposed to termites in four natural field environments and to ac-
celerated atiack experiments in the laboratory. In field exposures it is desirable to test
in very active areas, s0 that controls and baitwood are generally attacked and a high prob-
ability of termite confact with each formulation is assured. Four sites were emploved,
two tropical and two Southern U.8., with different termite species at each. The following
is a brief description of the locations:

1. U.S.D.A Forest Service test area {Cerro Cedro), Pacific side of the Panama Canal
Zone, principal termite population: Coptlofermes

2. NRL test bed (Navy Tank Farm) on the Caribbean side of the Panama Canai
Zone, principal termite population: Heterotermes

3. Harrison Experimental Forest WPIL test area, termite population: Reticulitermes

4, Lake Charles, Louisiana WPIL exposure area, termite population: Coptotermes
_ formosagnus

Ten replicate 3-by-5-in. specimens of each polymer formulation were exposed at each
ocation; specimens were normally 50 mils thick. Two exposure variations were used at
both tropical sites; in one the plastic sheets were placed directly on the ground (flat) and
covered with a 6-by-8-by-1-in, pilece of untreated pine baitwood. Half of the samples
were gxposed in this manner. The other half were sandwiched between pieces of pine
baitwood, with the bottom of the sandwich confacting the ground. These variations were
placed in alternate rows, with all polymer formulations represented and randomly dis-
iributed in each row.

At Harrison Forest all ten samples of each specimen were exposed in the sandwich
methed. At Lake Charles, to take advantage of infested cypress stumps, specimens were
separated by baitwood, bundled together, and buried in the ground. Bundles were in-
gtalled radially around the stump. All formulations were represented and randomly dis-
tributed in each bundle. Figure 1 shows the various exposure sites and methods of
exposure.

The laboratory frials were conducted by WPIL at Gulfport, Mississippi. In their jar
test method & colony of approximately 4000 worker fermites is placed in & quart mason
jar with baitwood and soil, the mouth of the jar is covered with the test sample, and the
jar is inverted. To escape from the jar the termites must perforate the test material.
Both Coptotermes and Reticulitermes species were used for the jar tests. More detsils on
the exposure methods are included in WPIL establishment and first progress repoit (7).

Specimen Evaluations

All of the field inspections were made jointly by an entomologist from WPIL, Gulf-
port, and a materials scientist from NRL, Waghington. The specimens and the contacting
haitwood were rated annually and by the same individuals throughout the course of the
study. Ratings were by visual inspection according to the numerical scheme in Table 2.
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Table 2
Numerical Rating System
Numerical .
Rating Polymer Baitwood
0 No atfack No attack
1 Etching or very slight attack, < 5 mils Trace attack
2 Termites cutting into plastic to a depth ~ 5-20 mils Light atfack
3 Termites cutting into plastic to a depth ~ 20-35 mils | Moderate attack
4 Termites cutting into plastic to a depth >35 mils Heavy attack
5 Perforation of sample Very heavy attack

Table 3
Comparative Termite Activity in Field Exposure Beds

Summary of Damage to Two Nonresistant Conirol PVC Formulations {A and B}
After 3 Years of Exposure

Number of Control | Number of Control | Cumulative Damage
Exposure Location Samples Attacked | Samples Perforaied Rating at 3 Years
{20 exposed) {20 exposed) {100 possible)
Canal Zone, 20 17 93
Caribbean side
Canal Zone, 20 i3 9
Pacific side
Lake Charles, 11 2 35
Louisiana*
Harrison Forest, 0 g 11
Mississippi

*The Lake Charles exposure was for 3-1/2 years.

RESULTS AND DISCUSSION

Comparison of Exposure Sites

Termite activity in the four natural exposure sites varied greatly. Table 3 shows the
comparative results for the four beds after 3 years of exposure. From the data it can be
seen that the termites in the two beds in Panama were much more aggressive than those
in the U.S. beds. Between the two tropical sites there were only minor differences. At
both tropical locations all the control PVC formulations were attacked, but penetration
depths were slightly higher at the Caribbean; cumulative ratings after 3 years were 93 for
the Caribbean vs 79 for the Pacific. The Caribbean side bed was newly established for
this study. Termites there were practically all of the genus Heterotermes. The Pacific
site was an older U.8.D.A. test bed in Fort Clayton, one that has always shown good
activity. Both Heterotermes and Coptotermes are found there, with the latter predomi-
nating. The Lake Charles bed was established in an area known fo be infested with
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Coptotermes formosanus—the tropical subterranean termite that has recently been found
in the continental U.S. (9).

It was anticipated that damage would be very rapid at Lake Charles, so much so
that the first samples were read after only 6 months of exposure rather than the usual 1
year. As can be seen from the data, the degree of activity was disappointing; after 3-1/2
years only 11 of the 20 nonresistant control samples were attacked, and only two of 20
were penetrated. During the exposure period the Harrison Forest site was even worse.
This was an old established test area that had a good record of termite activity, but during
these 3 years no termites attacked either the samples or the contacting baitwood. Such a
decrease or cessation of activity in specific areas is well known in biodeterioration studies—
in fact, in an earlier study (5) a tropical bed at Galeta Island, Panama, lost most of its
termite population after 10 years of reliable activity. The results of these studies clearly
emphasize the necessity for conducting exposures in highly active areas and at more than
one location.

Evaluation of Exposure Methods

In both tropical beds the two exposure methods described above (single baitwood
cover and sandwich) were tried. There was very little difference between the two. All
conirols were attacked with both methods of exposure; 16 of the 20 were perforated in
the sandwiches, while 14 of the 20 ground-contacting panels were perforated. Since the
sandwich method keeps the specimens cleaner and easier to rate, it may be slightly prefer-
able, although the need for more baitwood is a disadvantage. When dealing with toxicants,
however, neither sample type was as desirable as the openly exposed dowel samples used
in the first phase of this study (2); with the flat covered specimens the toxicant diffuses
into the contacting wood or sheltered soil, where it sets up a preliminary barrier to ter-
mite attack, while the wood cover unnaturally protects the poison from rainwater or
groundwater leaching.

Comparison of the 3-year natural exposures with the laboratory jar tests revealed the
lab experiments to be a very effective method for accelerated screening of nontoxic ma-
terials. By the use of the two termite genera Copiotermes and Reticulitermes in the jar
tests, different degrees of attack rate were obtained. The Coptotermes, being more ag-
gresive, penetrated the materials much faster. Eventually, after 40 months of exposure,
most of the materials perforated by the Coptotermes species were also perforated by the
Reticulitermes species. With polymers containing insecticides the jar test was practically
worthless because diffusion of insecticide into the jar was sufficient to destroy the captive
termites.

Polyvinyl Chloride Polymers

Because of the current availability and the many advantages of PVC as insulating and
cable sheathing material, these formulations were the principal polymers investigated.
The most desirable procedure would be one that would make these materials resistant to
termites by some physical change or nontoxic additive. In quest of this goal, trials were
carried out by varying the thickness, surface smoothness, and hardness of PVC and sizes
and classes of the mineral fillers.




Table 4

Termite Resistance of PVC Plastics

Effects of Changes in Thickness apnd Surface Smouothness

Tropical Field Exposures for 3 years

Laboratory Jar Experiments

Formulations (8 months)
Number Nurmber Cumulative Nuraber of Sampl_es Perforated
of Samples of Samples Damage by Each Termite Genus
Attacked Perforated Rating Copiotermes Reticulitermes
Code Type (20 exposed) (20 exposed) (100 possible) (5 exposed) (5 exposed)
A Basic control-50 20 18 96 5 5
mils thick, milled
surface
Ay Same formulation with 19 6 68 5 0*
milled surface but
100 mils thick
Aq Same formulation 50 16 6 59 ¥ ¥
mils thick but with
smooth molded
surface

*All five perforated after 7 months.
TNot tried in laboratory experiments.
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Effects of Thickness and Surface Smoothness

The normal PVC specimen was 50 mils thick, with an as-milled surface. In the soft
flexible condition this material is very susceptible to perforation by subterranean termites.
It was considered that with a thicker specimen the termites might cut in and become dis-
couraged before perforation, or that they might even he able to sense the thickness and
not attack. Also it was postulated that if a very smooth surface was presented the ter-
mites would have difficulty initiating attack. Because of program limitations these pa-
rameters could not be investigated fully, but one double-thick (100 mils} set of speci-
mens and one smooth-molded surface set were exposed at each of the two tropical
locations and in the laboratory experiments. The effects of these two changes are shown
by the exposure results presented in Table 4, wherein comparisons are made with the
normal, 50-mil-thick, as-milled-surface control specimens.

The data reveal that with the thicker specimens the frequency of attack was practi-
cally unaltered, but only 1/3 as many perforations occurred. In the laboratory tests all
double-thick samples exposed to Coptotermes were perforated within 1 to 2 months, but
none were perforated in the first 3 months by the Reticulitermes, although all five con-
trol specimens were. These improved perforation results were expected. However, re-
sults with the smooth-surface materials were not as reasonable; it was thought the
smoother surface might discourage initial attack, but not the depth once staried. Although
the perforations were again down by 2/3, the total attack was only slightly reduced.

Considering all the results, neither modification was sufficiently successful for prac-
tical dependence as termite deterrents. In conjunction with other adjustments, however,
they may be useful in achieving reliable termite resistance of PVC formulations.

Effect of Hardness

From our previous test and those of others (6,10) it was known that PVC in the
soft, flexible condition was nonresistant to subterranean termites, but at what degree of
increased hardness (and reduced flexibility) resistance would be obtained was not defi-
nitely known. Possibly lower flexibility of a cable material could be tolerated if termite
resistance could be achieved in this inexpensive, nontoxic manner. To investigate the
hardness parameter, three mixes of the basic formulation with reduced percentages of
plasticizer were tried, and a mix with no plasticizer was included. The results for these
harder PVC mixes are shown in Table 5. The two controls with slightly different hard-
nesses are also included. The data indicate that increased hardness is a definite deter-
rent to termite attack.

In the accelerated laboratory tests sufficient hardness of the PVC formulations was a
complete barrier to termite penetration. Although the Ay mix, at 83% reduction in
plasticizer and 22 D Shore hardness, was rapidly perforated by Coptotermes, the native
Reticulitermes were unable to go through any of the five replicates during the full 40-
months exposure. At 48 D hardness and above there was no penetration by any of the
termite colonies in the laboratory.

For the jungle exposures, hardness of the PVC showed such a definite relation to
termite resistance that it was possible to plot smooth curves for average penetration and
number of perforations as functions of Shore D hardness (Fig. 2). The steep negative



Table 5

Effect of Hardness Variation on Termite Resistance of Polyvinyl Chloride Plastics

PVC Formulations

Tropical Field Exposures for 3 years

Laboratory Jar Experiments

Shore (40-month results)

Hardness Number of Number of Cumulative Number of Samples Perforated

Plasticizer Scale Samples Samples Damage by Each Termite Genus
Code Attacked Perforated Rating Coptotermes | Reticulitermes
Content* Type A D (20 exposed) | (20 exposed) | (100 possible) (5 exposed) (5 exposed)

A 100 DOP 53 | 11 20 18 96 5 b
B 1001 DOP 68 | 16 20 12 76 ) 5
Ag 67 DOp — 22 19 4 64 5 0
Ay 33 nop - 48 4 1 7 0 0
C 20 DOAYL e 60 2 0 2 0 0

#Parts plasticizer per 100 parts PVC resin.
$Basic DOP formulation from first phase of the study, contains 20 parts silica flour per 100 parts PVC vesin.
}Could not be milled with DOP, so DOA was used instead,
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Fig, 2—Termite damage as a function of PVC hardness

slope of the curves between 15 and 35 D Shore shows that reduction in hardness in this
range will considerably reduce the termite susceptibility of the plastic. ‘

In view of these data for the harder and less flexible formulations, it would seem ad-
visable, for termite-hazardous areas, to select as hard a PVC cable material as the installa-
tion and operation requirements permit,

Effect of Mineral Additives

One of the principal goals of the second-phase studies was to evaluate the effective-
ness of mineral additives in flexible PVC plastics. The addition of reasonable amounts of
finely divided inert filler to the polymer matrix does not adversely affect the flexibility of the
the plastic, although penetration resistance as measured in the Shore hardness tests may be
slightly increased. When the Australian scientists tested just 5% of fine silica sand as an
additive, they found a considerable improvement in the termite resistance. They called
the method “increasing the internal hardness” (5). In these present studies three different
hardness inorganic granular materials were tried and three different size fractions of silica
sand were investigated.” When it was found that some of the mineral particles were easily
dislodged from the plastic matrix, a silane coupling agent was used in some mixes to im-
prove their adhesion to the plastic. Besides the granular materials, one formulation was
made with the addition of fiberglass, cut into 1/4-in. lengths and mill-ground in the mix
for 10 minutes. A summary of the exposure results for these mineral filler mixes, com-
pared with the basic nonadditive control formulation, are presented in Table 6.
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Examination of these results shows that, generally, the number of samples attacked
was only slightly decreased with most of the mineral fillers, but on the whole the number
of perforations was appreciably reduced. However, only one formulation, F3 (containing
one-third less plasticizer), showed no perforations. Resistance was probably more the
result of increased hardness than effectiveness of the filler.

The grouping of formulations in Table 6 is arranged so that certain comparisons can
be easily made. The first group of three compares filler materials of widely varying hard-
ness. Dolomite sand CaMg(CO3 ), with a Moh hardness of 3.5, silica sand (Si04) with
a Moh hardness of 7.0, and fine carborundum (8iC) with a Moh hardness of 9.1 were all
tried at 10% of the total mix volume. It was anticipated that the very hard, sharp SiC
might be a superior deterrent due to its probable cutting and abrading of termite mandi-
bles, From the exposure results it can be seen that some reduction in attack was obtained
with the SiC additive, but the beneficial effect was not as great as hoped for; 14 of the
20 samples were attacked to some degree and 6 were perforated. The slight superiority
of dolomite over the harder silica sand may have been the result of better bonding to the
matrix provided by the more angular shape and rougher surfaces of the limestone parti-
cles. These three mixes did not contain the silane coupling agent.

The next group of three formulations in Table 6 shows the effects of different guan-
tities of filler. They differ from the previous three in having a silane bonding agent in-
corporated in the plastic mix. Very little difference is evident between the 5%, 10%, and
15% silica additions. A slight trend is shown in the cumulative penetration ratings with
68, 57, and 55 respectively for the 5%, 10%, and 15% additions. Fifteen percent was
about the maximum amount of material that could be added without adversely affecting
workability and flexibility.

In Table 6, formulations E from group 1 and E;, from group 3 were identical, ex-
cept that a silane bonding agent was used in E;. Comparison of these two mixes provides
an evaluation of the effectiveness of the silane additive. There seems to be moderate im-
provement with silane, as the total perforations were reduced from 12 to 5 in the field and
10 to 7 in the laboratory,

The third group of four formulations provides comparisons of various size fractions
of mineral fillers, ranging from 88 1 to a very fine material of <37 . Again the differ-
ences in termite damage were not conclusive, ranging from 5 to 8 specimens perforated
out of 20 exposed. The lowest number of perforations was obtained with the 53-37 U
size fraction (270-400 mesh). The slight advantage for this size over the finer-particle
filler is also borne out in the comparison of the F and F; SiC mixes.

The addition of 7% fiberglass (a practical maximum) in formulation G provided above
average effectiveness in the field exposures, with only 4 perforations out of 20. However,
in laboratory tests only average results were obtained for Tiberglass, with 7 perforations
out of 10 exposures in 3 months. Also the PVC with fiberglass was slightly harder, 70 A
vs 53 A for controls, which may have increased resistance.

To be rated highly resistant to subterranean termites for all natural exposures, a ma-
terial should have completely resisted perforation during the 3 yeats of tropical bed
testing and also exhibited much improvement over the neat PVC in the lab jar tests.
None of the filler-additive formulations met either of these criteria. Mineral fillers can
probably assist in improving termite resistance of PVC formulations when used in con-
junction with other alterations, such as increased hardness or surface smoothness. In this
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manner the desired degree of resistance may be obtained without resorting to toxic addi-
tives. However, hefore relying completely on these combinations of physical deterrents,
they should be screened by a series of laboratory jar exposures, and the best combination
obtained should then be {ried in the tropical bed exposures.

Other Polymers

It was hoped in this study that some of the alterations in the PVC formulations )
would offer a high degree of resistance, especially in view of the favorable report for a 2
mineral filler by the Australian investigators. However, the possibility remained that none ;
of the PVC formiudations might be effective. This idea was reinforced when gouging the ‘
materials with a fine needle point under a microscope showed the PVC to be almost putty-
like and easy to gouge, while polyethylene and synthetic rubbers had tougher, more re-
silient surfaces that were difficult to damage, 1t was therefore decided 1o select a fow
other non-PVC polymers for inclusion in this study.

Selection was necessarily limited in number, and only a few materials which wete j
considered to have the most potential as useful substitutes for PVC in electronic cable J
applications were chosen. In one-case a semirigid material M was included for comparison
with hard PVC. As with the PVC formulations, all the other polymers were compounded
and fabricated into specimen panels at NRL and tested concurrently with the PVC for-
mulations in the laboratory and field exposures. The materials included were:

1. Ethylene propylene rubber (EPR)—a relatively new material of low cost with ex-
cellent weathering and electrical properties.

2. Chlorosulfonated polyethylene (CSPE)}-a polymer offering good electrical proper-
ties and excellent weather resistance which, unlike most other elastomers, can be perma-
nently colored without losing its high degree of weatherability. Ifs resistance o ozone is
unexcelled, which is an important consideration for tropical applications.

3. Chlorinated polyethylene (CPE)—a higher-density polyethylene with excellent i
weathering and electrical properties; the chlorination increases its density and also im- :
proves its resisfance to fungus.

4, Crosslinked polyethylene (XPEj—a semirigid material with superior crack, tem-
perature, and toughness properties over noncrosslinked polyethylene. Table 7 is a sum-
mary of the field and laboratory results with these four polymers. One of the best filler-
modified PVC formulations, ¥, and a hard PVC formulation, A, have been included for
comparison.

All of the flexible non-PVC formulations tested were superior to the best of the
flexible PVC formulations. This was also found {o be frue in another investigation in
which specimens were exposed in the marine environment (2}. There were no perfore- !
tions on any in the field exposures, while the modified PVC formulations ranged from & :
to 13 perforations for 30 samples exposed per formulation. Of the 20 soft flexible mate- !
rials in the study, ethylene propylene rubber {H) and chlorosuifonated polyethylene {J} were 11
the two most resistant. Between the two there was no clear-cut advantage for ejther.
The EPR (d formulation) was almost immune to attack in the natural exposures, receiving
only one exploratory nibble on the 30 samples exposed to tropical termites (20 in
Panama and 10 in Louisiana), but in the captive-colony capped-jar experiments in the
laboratory at Guifport all 5 of the specimens were perforated by the Coptotermes

————-ﬂ‘




Table 7
Comparative Resistance of Non-PVC Polymers

Tropical Field Exposure for 3 years

Laboratory Jar Experiments

. Shore (40-month results)
Formulations Hardness | Number of Deepest Cumulative Number Samples Perforated
{Scale Samples Penetra- Dam_age —
AorD) Attacked tion* Rating Coptotermes | Reticulitermes
Type Code (20 exposed) {100 possible) (5 exposed) | (D exposed)
Ethylene propylene rubber J 56A 1 1 1 5 2
Chlorinated polyethylene K 65 A 11 3 18 4 3
Chlorosulfonated polyethylene L 55 A 4 2 6 0 0
One of best flexible PVC F 60 A 14 5 47 5 5
formulations with filler?
Crosslinked, hard M 55D 2 1 2 0 i
polyethylene
Hard PVC (80% reduction in C 60D 2 2 4 0 0
plasticizer)

*Rating: 15 5 mils,2 & 5.20 mils, 3 & 20-35 mils, 4 &2 35-50 mils, 5 = perforation, {50 mils)
TFiller was 10 vol-% of 270-400 mesh SiC.

INot exposed to Reticulitermes.
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species of termite within 3 months, and 2 of the 5 exposed to Reticulitermes were per-
forated by the end of 40 months, showing that under extreme conditions the material
can be penetrated by termites. The chlorosulfonated polyethylene was not quite as good
in the field exposures with 6 samples out of the 30 being nibbled by termites and 21 o
a depth of 5 to 20 mils; but these damages are slight and the CSPE material can be con-
sidered highly resistant. In the laboratory experiments with CSPE not a single sample of
the 10 exposed to the two termite species was perforated during the 40-month test
period; this was fhe only flexibie polymer in the investigation that did not sustain a single
perforation during the full period of laboratory jar festing.

These two polymers appear worthy of serious consideration for termite-hazardous
areas. Engineering and economic feasibility studies should be made for specific applica-
tions; with their nontoxicity and promise of low maintenance and failsafe operation, one
or the other of these fwo polymers should be a most logical materials choice.

The crosslinked polyethylene was included for comparison with the harder PVC for-
mulations. As already shown, increased hardness proved to be so effective in repuising
termites that both the A; formula PVC and the M formula XPE at Shore hardnesses of
55 D and 60 D respectively were almost completely resistant in all exposures. If this
degree of hardness can be tolerated, either the M or A5 formula can be used with little
or no risk of fermite damage,

Toxie vs Nontoxic Deterrents

Of the three serious objections to toxic additives—environmental contamination,
manufacturing and handling hazards, and eventual loss of effectiveness—the first seems to
be the most troublesome and insurmountable, Recognition by the Navy and the Depart-
ment of Agriculture of the possibility of environmental damage was an important stimu-
lus in implementing the second phase of these studies.

Two formulations, B and I, were incliuded in hoth studies, The B formulation was a
nontoxic control and provides a comparison of atfack intensity for the two different ex-
posure conditions. The phase one tests were with the dowel-type specimens exposed at
Galeta Island, Panama. Fourteen of the 15 samples exposed were attacked but only one
of these was perforated, while with the same B formulaiion in the second phase, with the
fiat bait-contacting samples, 20 of the 20 were attacked and 12 were perforated. This
large difference was due to increased bed activity, the greater vulnerability of the exposed
samples, or both. While it is not possible to assign the exact ratio of importance of these
two factors, it is obvious that the nontoxic samples in the second phase were exposed to
greater termite pressure,

The toxic formulation 1 {2.6% aldrin) included in the second series should have con-
tributed fo the toxic vs nontoxic comparison, butl it did not because of the shislding ef-
fect of the baitwood, which prevented normal leaching of the toxicant. Not only were
the I samples completely unfouched, but the contacting baitwood was attacked much
less than baitwood contacting nontoxic samples. This was due to {ransfer of insecticide
into baitwood and the soil below. The laboratory tests also failed {o provide comparative
data because diffusion from the toxic samples quickly killed the captive termite colony.

The only reasonable comparison then is that of the best formulation from each
phase, recognizing, of course, that the nontoxics were exposed under relatively more
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severe conditions. Of the 15 specimens containing 2.6% aldrin with TCP plasticizer ex-
posed at Galeta Island, Panama, there was no termite attack on any during 3 years of ex-
posure. For the same time span 20 samples of ethylene propylene rubber exposed at Gatun
and Clayton, Panama, received only one superficial nibble to a depth of about & mils.
These two formulations can both be considered highly resistant and selection should be
based on other considerations, such as economics, toxic hazards, or life expectancy
requirement,

One other toxicant was tried in this portion of the study. This was H, in which whole
creosote was substituted for one-half of the DOP plasticizer. The combination worked
satisfactorily as a plasticizer but provided only mild improvement in termite repellency. It
was the only toxic formulation tested that did not kill the laboratory captive colonies in
jars. Both species of termites used in the jars were able to survive and penetrate the
creoscte-bearing plastic. The Coptotermes colonies perforated all 5 specimens within 3
months. The native Reticulitermes were unable to perforate any in 3 months, but 3 of 5
were perforated after 40 months. In the field exposures the results were inconclusive be-
cause of creosote absorption into contacting soil and baitwood; even so, 5 of 30 samples
were attacked with the maximum depth of penetration being greater than 35 mils.

SUMMARY AND CONCLUSIONS

1. The 27 polymer formulations, exposed to different termite species in four natural
sites for periods of 3 to 3-1/2 years, exhibited quite varied resistance to subterranean ter-
mites, ranging from 1 to 36 specimens attacked of the 40 exposed for each formulation.

2. Extreme differences in activity were found for the different exposure sites, ranging
from intense in the Panama tropics to none in one of the southern U.S, areas,

3. Comparison of exposure methods showed only slight differences between the
ground-contacting polymer/baitwood cover array and the baitwood/polymer/baitwood
sandwich-type specimen. Both seemed to provide maximum vulnerability of the speci-
mens to termites. However, for toxic materials the uncovered dowel type specimens are
preferable.

4. The captive-colony laboratory jar experiments were very effective for obtaining
accelerated test data on the nontoxic polymers. Agreement with the outcome of the 3-
year natural exposures was generally good. In these tests the Coptotermes formosanus
penetrated the polymers much more rapidly than the Reticulitermes species.

5. Modest improvement in termite resistance of PVC plastics was obtained by
doubling the thickness of the samples from 50 to 100 mils. With this physical alteration
total perforations were reduced from 19 to 5 in the natural exposures.

6. Changing from an as-milled surface to a smooth, molded surface also improved
the perforation resistance of the PVC, Total samples perforated were reduced from 19 to
6. Unexpectedly, only a slight reduction (20 to 18) in the total number of specimens at-
tacked was obtained with the smoother surface.

7. For PVC, the hardness parameter was clearly the most significant. Small in-
creases in hardness in the 10 to 35 Shore D range considerably increased termite resistance,
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and above 48 Shore D there were no perforations in either the laboratory or natural
exposures. '

8. Of the several types of mineral fillers tried in various size ranges, hardnesses, and
additive percentages, none were completely effective, although most of them significantly
reduced termite penefration in the natural bed exposures. The two best seemed to be
fiberglass and 10% 8iC (270-400 mesh).

9. The highest resistance found for the soft, flexible materials was with the non-PVC 1
formulations, EPR and CSPE were both immune to perforation in the natural exposures, |
and the latter was the only flexible formulation not perforated in the 40-month laboras- E
tory experiments.

10. The requirements for different exposure conditions did not permit direct com-
parison of the nontoxic polymers with insecticide-bearing PVC formulations. However,
the best of the nontoxic formulations tried were about equal to the highest concentra-
tions of lindane and aldrin tested, and without the environmental and handling hazards
associaled with these strong insecticides.
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